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Although the mode I (tensile opening) fracture toughness has been the focus of most fracture mechanics
studies of human cortical bone, bones in vivo are invariably loaded multiaxially. Consequently, an
understanding of mixed-mode fracture is necessary to determine whether a mode I fracture toughness
test provides the appropriate information to accurately quantify fracture risk. In this study, we examine
the mixed-mode fracture of human cortical bone by characterizing the crack-initiation fracture tough-
ness in the transverse (breaking) orientation under combined mode I (tensile opening) plus mode II
(shear) loading using samples loaded in symmetric and asymmetric four-point bending. Whereas in most
structural materials, the fracture toughness is increased with increasing mode-mixity (i.e., where the
shear loading component gets larger), in the transverse orientation of bone the situation is quite
different. Indeed, the competition between the maximum applied mechanical mixed-mode driving force
and the weakest microstructural paths in bone results in a behavior that is distinctly different to most
homogeneous brittle materials. Speci�cally, in this orientation, the fracture toughness of bone is mark-
edly decreased with increasing mode-mixity.

Published by Elsevier Ltd.
1. Introduction

Most fracture mechanics based studies concerning the fracture
resistance, or toughness, of materials have been performed under
nominally uniaxial, principally tensile, loading conditions. This is
mainly because, in the presence of a crack, the fracture toughness
under such mode I (tensile opening) loading is invariably the worst-
case, i.e., the toughness in mode I is lower than under mixed-mode
or mode II loading1. Fracture mechanics studies on human cortical
bone are no exception here with the vast majority of research being
focused on the mode I fracture toughness2. Although such research
has generally been illuminating with respect to the nano/micro-
structural origins of fracture resistance in bone [1�4], speci�cally for
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l out-of-plane shear loading

the critical value of the stress
e-existing crack, i.e., in mode
stress, a is the crack length,
geometry. Alternatively, the

strain energy release rate, Gc,
crease in crack area.

Ltd.
discerning the salient toughening mechanisms involved, physio-
logically bone is rarely loaded solely in this manner. Most cracks that
are formed in bone are loaded under mixed-mode conditions
created either by the shape of the bone, the nature of the in vivo
loads and/or the orientation of cracks with respect to these loads.
Due to the anisotropy of human cortical bone and the presence of
such multiaxial loading, it cannot be presumed that a crack will
propagate in mode I nor whether the measured toughness values
and microstructural toughening mechanisms, which have been
identi�ed in laboratory samples invariably loaded in mode I, have
any relevance to in vivo conditions. Moreover, it has not been
established for all orientations that the mode I fracture toughness is
really the worst-case in a material such as bone.

In fracture mechanics terms, when a crack is loaded under
mixed-mode conditions (Fig. 1), the crack-driving force can be
described in terms of the critical strain energy release rate, G, which
can be de�ned in terms of the applied stress intensities, KI, KII and
KIII, by the following expression [5]:

G … K2
I =E0 þ K2

II=E0 þ K2
III=2m; (1)

where m is the shear modulus and E0 is the Young�s modulus, E, in
plane stress and E/(1 � v2) in plane strain (where n is Poisson�s
ratio). For combined modes I and II loading, the mode-mixity of the
applied driving force, i.e., the relative proportion of KII to KI can be
described by the so-called phase angle, J, which is de�ned as:



Fig. 1. Schematic illustrating the different modes of loading: (a) mode I (tensile
loading), (b) mode II (shear loading) and (c) mixed-mode. Mixed-mode loading is
a superposition of mode I and mode II stress intensities that creates a mixed-mode
driving force at the crack tip that causes the crack to grow at an angle, q, to the original
crack plane.

Fig. 2. The typical relationship between the critical strain energy release rate, Gc, and
the phase angle, J, for a variety of materials, namely wood (in its longitudinal
direction) [29], alumina [7], and zirconia [7]. For comparison, Gc is here normalized by
the lower-bound toughness, Go. The toughness is lowest in mode I, at J … 0� , and
increases monotonically with the relative proportion of the mode II shear component
until reaching a maximum under mode II conditions, at J … 90� .
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J … tan�1
�
KII
KI

�
; (2)

such that the phase angles for pure mode I and pure mode II loading
are, respectively, 0� and 90�.

In the presence of a crack, the application of mixed-mode
loading creates both tensile (mode I) and shear (mode II) driving
forces at the crack tip that invariably results in directional changes
in the crack path. For this reason, the crack path trajectory has been
used as a primary indicator of the underlying material behavior and
has traditionally been used, along with the applied stress intensi-
ties, to formulate mixed-mode fracture criteria [6�8]. The applica-
tion of pure mode I loading generates a maximum tensile driving
force ahead of the crack tip, which results in coplanar crack growth;
similarly, the application of pure mode II loading generates
a maximum shear driving force ahead of the crack tip. However,
under pure mode II conditions most materials do not exhibit
coplanar crack growth [9]; instead, the crack invariably kinks at
some angle, q (Fig.1c). Similarly, a mixed-mode driving force (modes
I and II) also leads to crack kinking (and to crack twisting if a mode III
anti-plane shear component is involved). Various fracture criteria
have been developed to predict fracture and angle of crack growth;
the vast majority are based solely on the mechanical notion (and
direction) of a maximum mixed-mode driving force, and pertain
principally to ideally brittle materials. Two such criteria considered
here are the maximum strain energy release rate criterion, Gmax, and
the KII … 0 criterion. The Gmax criterion assumes that the crack
trajectory will follow the path along which the strain energy release
rate is maximum, while the KII … 0 criterion assumes that the crack
will grow along the direction where the mode I stress intensity is at
a maximum. In the literature, these two principal criteria have been
used to numerically compute the direction of crack growth as
a function of the phase angle in a homogeneous material [10]. Both
the KII … 0 criterion and the Gmax criterion predict virtually identical
crack paths and only differ slightly at very large phase angles.
However, it must be noted that they both rely solely on a mechanical
description of the crack-driving force � they make no consideration
for the presence of microstructural anisotropy in the material under
test, e.g., to the presence of ��weak�� microstructural paths; more-
over, by focusing on tensile-stress dominated criteria, they are
largely applicable to nominally brittle materials.

Like bone, many structural components experience mixed-mode
loading while in use, where it is presumed that the toughness, Gc, is
lowest in mode I and increases monotonically with an increasing
mode II component, as shown for a variety of materials in Fig. 2. As
noted above, models for this behavior center on the notion of
a maximum driving force, e.g., Gmax. It has been suggested that the
strain energy accumulates, at higher phase angles, in part due to
crack surface interferences, e.g., those associated with frictional
sliding, abrasion and even locking of asperities between the mating
crack surfaces [11�13]. However, such mechanical driving force
considerations strictly pertain to homogeneous, brittle materials
where the crack follows a Gmax or KII … 0 path. In anisotropic
materials, the crack trajectory, and hence the fracture toughness,
result from the competition between the path of maximum
mechanical driving force and the path of ��weakest resistance�� in the
microstructure.

Where these two directions are commensurate, predictions
based solely on the maximum driving force criteria remain valid.
Where they are incommensurate, complex crack path con�gura-
tions often result, leading to signi�cant crack de�ections and twists;
such deviations from the direction of maximum driving force act to
��shield�� the crack from the applied stresses/strains, i.e., they lower
the effective (local) stress intensity actually experienced at the crack
tip, resulting in higher toughness [14]. As we show in this work,
human cortical bone fractured in the transverse (breaking) orien-
tation �ts exactly into this latter category with the path of maximum
driving force in mode I being essentially orthogonal to the preferred
microstructural paths.
2. Background

Complex cracking con�gurations in bone result from the hier-
archical and directional nature of its structure. Bone is a composite
of collagen and hydroxyapatite (HA), with characteristic structural
features over innumerable length-scales. These include twisted
peptide chains at the nanoscale, HA-impregnated twisted collagen
�brils at the scale of tens of nanometers, micrometer-diameter
collagen �bers arranged in various lamellar structures at micro-
meter dimensions, and (secondary) osteon (Haversian) structures
at the scale of several hundred micrometers in size. The latter
Haversian systems are particularly important to bone fracture; they
comprise a central neurovascular cavity, roughly 50�90 mm in
diameter, surrounded by concentric lamellae (3�7 mm thick) of
collagen �brils and mineral [15]. The interfaces that separate the



Fig. 3. Schematic (a) shows the structure of human bone as well as the two anatomical orientations (transverse and longitudinal) of the test samples. (b) The single-edge notched
specimens were tested using an asymmetric four-point bend rig. The load is applied through the center line of the rig, which creates, through the mid-span of the sample, a constant
shear force and a linearly varying bending moment. Vertical lines 1 and 4 represent the location of the inner loading pins. When the crack is aligned with the centerline of the rig,
line 3, only a shear force is applied, which creates a mode II driving force. When the crack is offset from the centerline of the rig, for example line 2, a shear force and a moment are
applied which creates a mixed-mode driving force. Thus, the phase angle, de�ned as J … tan�1(KII/KI), is a function of the offset of the crack, c, from the centerline.
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Haversian lamellae from the interstitial lamellae [16,17], the so-
called cement lines or sheaths (these regions contain less collagen
and are laid down prior to lamellae deposition during bone
remodeling [16,17]), represent especially weak regions which can
act as sites where major microcracks form. In contrast to earlier
claims [18,19], Skedros et al. [20] have shown recently that cement
lines are highly mineralized, which is almost certainly why
microcracks form preferentially there. Since the cement lines are
aligned nominally in the longitudinal direction of the bone, they are
critical to the fracture trajectories in bone and hence to the resul-
tant toughness.

There have been only a few prior studies on the toughness of
bone under mixed-mode loading. In one study, the mode II
toughness of human cortical bone was found to be greater than the
mode I toughness by a factor of w3 in the longitudinal direction
[21]; no results were obtained for other orientations3. Another
study compared the mode I and mode II fracture toughness of
bovine cortical bone in the longitudinal and transverse directions
and again found the usual result that the mode I fracture toughness
was the lower-bound [22]. However, in this latter study, the authors
side-grooved their samples by as much as 50% of their original
thickness; this has the effect of forcing the crack to take an
(unnatural) coplanar path by suppressing the extrinsic mechanisms
which de�ect the crack, resulting in an arti�cial result.

In light of such limited results for the fracture toughness
behavior of bone under multiaxial loading conditions, the objective
of the present study is to characterize the mixed-mode crack-
initiation fracture toughness of human cortical bone as a function of
the phase angle (i.e., in terms of the relative proportion of the KII to
KI components). Experiments are focused on the transverse
(breaking) and the longitudinal (splitting) orientation and are
3 For de�nition of the transverse and longitudinal orientations with respect to
the long axis of the bone (and hence the nominal direction of the osteons), see Fig.
3a.
interpreted mechanistically in terms of the mutual competition
between the preferred crack path directions dictated by the
mechanical driving force and the microstructural resistance.

3. Experimental methods

3.1. Materials

Fresh frozen human cadaveric femurs, from three males aged 48, 52, and 79
years of age with no known metabolic bone diseases, were used in this study (which
was exempt from human subjects authorization because no identifying information
was known about the donors). A total of 25 samples were tested using a notched
asymmetric four-point bending test to determine the mixed-mode toughness: N … 7
from the 48-year-old donor, N … 11 from the 52-year-old donor, and N … 7 from the
79-year-old donor. The cortical bone, taken from the diaphysis of each femur, was
sectioned with an IsoMet 1000 precision low-speed saw (Buehler) into rectangular
cross-sectioned beams with width W w 3.3�4.9 mm and thickness B w 2.0�3.0 mm.
The samples were notched with a low-speed saw in the transverse (breaking)
orientation; in this orientation, the notch is oriented such that the nominal crack
growth direction is from the periosteum to the endosteum and perpendicular to the
long axis of the osteons (out-of-plane transverse), as shown in Fig. 3a. The notches
were sharpened by polishing at the root of the notch with a razor blade, which was
irrigated with 1 mm diamond suspension, to give a �nal crack length of a w 1.3�
2.6 mm. As a basis for comparison, four additional samples of human cortical bone
from a 50-year-old male donor were tested in the longitudinal orientation. In these
samples, the orientation of the notch was such that the nominal crack growth
direction was along the proximal�distal direction that is parallel to the long axis of
the osteons (in-plane longitudinal), as shown in Fig. 3a. All samples were ground
with successively �ner grit to a 1200 grit �nish prior to a �nal polishing with a 1 mm
and then a 0.05 mm diamond suspension. They were stored in Hanks� Balanced Salt
Solution (HBSS) for at least 12 h prior to testing.

3.2. Fracture toughness measurements

In order to measure the fracture toughness while simultaneously imaging the
initiation and growth of cracks in real time, in situ testing of samples soaked in HBSS
was performed in a Hitachi S-4300SE/N environmental scanning electron micro-
scope (ESEM) (Hitachi America, Pleasanton, CA) at 25 �C using a Gatan Microtest 2kN
four-point bending stage (Gatan, Abington, UK); images of the crack path were
obtained simultaneously in back-scattering electron mode at a voltage of 25 kV and
a pressure of 35 Pa. Loading was applied under displacement control at a displace-
ment rate of 6.67 mm/s, with an in-house machined rig to apply an asymmetric or
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symmetric four-point bending load to the sample. The value of the critical fracture
toughness, Gc, was de�ned after a crack extension of 100 mm. This arbitrary criteria
guaranteed through-thickness cracking in all the tests, and no crack growth at
locations other than the crack tip (e.g., at the loading pins).

Whereas a pure mode I loading con�guration (J … 0�) was achieved using
symmetrical four-point bending (pure bending), pure mode II loading (J … 90�) and
various degrees of mixed-mode (mode I þ II) loading were obtained with similar
notched bend specimens loaded asymmetrically. The asymmetric four-point
bending con�guration applies a constant shear force, Q, to the crack tip and
a moment, M, whose magnitude varies linearly with displacement, c, from the center
line of the rig (Fig. 3b). Accordingly, the phase angle can be tuned by varying the
position of the crack with respect to the center line of the rig, which results in a shear
force and bending moment (both per unit thickness) at the crack tip:

Q … P
y � x
y þ x

and M … cQ ; (3)

where P is the applied load, and y and x are the larger and smaller loading spans,
respectively, of the rig at which point the load is applied to the sample (Fig. 3b). For
the asymmetric specimen geometry, He and Hutchinson [23] give the most recent
linear-elastic stress intensity factor solution for KI and KII in terms of the crack
length, a, and the specimen width, W, as:

KI …
6M
W2

������
pa

p
FI

� a
W

�
and KII …

Q
W1

2

�
a
.

W
�3

2

�
1 � a

.
W

�1
2
FII

� a
W

�
; (4)

where FI and FII, are the geometry functions tabulated, respectively, by Tada [24] and
He and Hutchinson [23], and are expressed as:
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�3
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�4
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As noted above, the mode I fracture toughness was measured on single-edge
notched bend samples loaded in symmetric four-point bending. The loading
con�guration creates a region of constant moment between the inner two loading
points. Thus, the stress intensity factor solution can be obtained for an edge-cracked
plate in pure bending [25], which is equivalent to the solution for KI in asymmetric
loading Eq. (4), only with a moment of M … PðS2 � S1Þ=4, where S2 and S1 are
respectively, the major and minor loading spans.

The longitudinal samples were tested in asymmetric three- and four-point bend
[23,26], and in symmetric four-point bend. No crack growth was observed prior to
sample failure at locations other than the crack tip. Consequently, these tests must
be considered to be yielding a lower-bound for the value of the fracture toughness.
Fig. 4. The critical strain energy release rate, Gc, as a function of the phase angle, J, is plo
orientation. The phase angle signi�es the relative proportion of KII to KI; thus, for pure mod
longitudinal orientation bone is strong in shear, the trend reverses in the transverse dir
orientation as compared to the applied mechanical driving force. In the insets, the faint br
indicate the direction of the maximum mechanical applied driving force (i.e., Gmax or KII … 0
a 74� angle to the original crack plane [10]. Thus, a high toughness results when the driving
As the preferred mechanical and microstructural directions get closer to alignment, the toug
the expected values and are compared to data from Norman et al. [21].
3.3. X-ray computed tomography

Micro X-ray computed tomography (mXCT) is a nondestructive characterization
technique that was employed to visualize the three-dimensional mixed-mode crack
path of transversely-loaded human cortical bone. The X-ray micro-tomography was
performed at the Advanced Light Source synchrotron radiation facility at Lawrence
Berkeley National Laboratory. Tomographic images were taken of two samples after
roughly 500 mm of crack growth under either mode I or mode II loading conditions,
as previously described.

The mXCT setup is similar to the standard setup for this technique [27] whereby
samples are rotated (through a 180� angle) in a monochromatic X-ray beam of
20 KeV, which was chosen in order to maximize the signal to noise ratio. During
each 180� rotation, two-dimensional images were taken every 0.25� for the mode I
sample and every 0.15� for the mode II sample. The transmitted X-rays were imaged
via a scintillator, magnifying lens and a digital camera yielding an effective voxel size
in the reconstructed three-dimensional image of 1.8 mm. The samples were scanned
in absorption mode and the reconstructed images were obtained using a �ltered
back projection algorithm. In absorption mode, the gray scale values of the recon-
structed image are representative of the absorption coef�cient. The data sets were
reconstructed using the Octopus software [28] and the three-dimensional visuali-
zation was performed using Avizo (Mercury Computer Systems, Inc.).

4. Results

Results showing the variation in the fracture toughness of
human cortical bone (de�ned in terms of the critical value of the
strain energy release rate, Gc) as a function of the proportion of
mode II to mode I loading (de�ned as the phase angle,
J … tan�1(KII/KI)) are shown in Fig. 4a for the transverse orienta-
tion. It is clear that regardless of age, the fracture toughness of
cortical bone in this breaking orientation is not lowest for pure
mode I tensile loading; rather it is highest in mode I and progres-
sively decreases, by a factor of four or more, as the shear contri-
bution increases, i.e., with increasing phase angle. This is in stark
contrast to the behavior of most materials, and indeed for cortical
bone in the longitudinal orientation (Fig. 4b), where the toughness
invariably increases with increasing phase angle. The critical Gc
values reported in the longitudinal orientation (Fig. 4b) represent
lower-bounds for the toughness as fracture invariably occurs at the
loading pins in the direction of the weakest plane when using
the asymmetric bending geometry in this orientation. However, the
tted for human cortical bone in the (a) transverse orientation and (b) the longitudinal
e I tensile loading J … 0� , while for pure mode II shear loading J … 90� . While in the

ection. This unique result sheds light on the strong in�uence of the microstructural
own lines indicate the direction of the weak microstructural planes, while the arrows
), which in mode I is coplanar with the original crack plane and in mode II is at about
force is perpendicular to the weak planes (transverse mode I and longitudinal mode II).
hness correspondingly decreases. **The longitudinal data represent a lower-bound for



Fig. 5. Environmental scanning electron microscope (ESEM) backscattered-electron images of stable crack growth during in situ testing in the transverse orientations for phase
angles of (b) J … 0� , (c) J … 12� , (d) J … 25� , (e) J … 52� and (f) J … 90� . (a) The crack growth angle, q, (in green), with respect to the original crack plane (solid line in red),
increases with the phase angle. The direction of maximum driving force (dashed line in blue) is also indicated and is de�ned here as the Gmax path [10]. In (b�f), the scale bars are
50 mm.

Fig. 6. Experimental crack de�ection angle, q, as a function of phase angle, J, for
human cortical bone in the transverse orientation, silica glass [30], and alumina [7].
The labeled green line indicates the predicted angle of de�ection as a function of phase
angle for a material following the maximum driving force condition, Gmax, [10] while
the labeled orange line indicates the position of the weak planes in this geometry.
Traditional brittle materials follow the maximum driving force condition when
a mixed-mode load is applied. However, in bone, application of a shear force in
addition to the tensile force causes the direction of the driving force to change such
that de�ection along the weak microstructural planes becomes increasingly promoted.
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longitudinal data matches fairly well with previously reported
trends for human cortical bone in the same orientation, which were
measured using the compact-tension and compact-shear test
specimens [21]. Taken together, these results clearly indicate that in
the transverse direction, human cortical bone is signi�cantly less
resistant to fracture in shear, with a mode II fracture toughness
some 25% smaller than in mode I.

Typical environmental scanning electron micrographs of the
initial trajectory of the crack, following crack initiation from the
sharpened notch, are shown in Fig. 5 as a function of the phase
angle. The crack can be seen to initially propagate at an increasing
angle of de�ection, q, to the through-thickness plane of the notch as
the proportion of shear loading increases, i.e., with increasing J.
Also indicated is the direction of maximum mechanical driving
force, a, de�ned here as the path of maximum strain energy release
rate, Gmax; the values used were computed using the He and
Hutchinson solution for a crack in a homogeneous material [10].
Fig. 6 illustrates the difference in the path of the maximum
mechanical driving force and the actual path of crack growth in all
of the transverse cortical bone samples. It is apparent that in
general the crack does not follow this crack path with the deviation
from this ��expected�� path highest at low phase angles. Such crack
path deviations clearly indicate a marked in�uence of the micro-
structure, and its directionality, on the fracture process (Fig. 6).

The effects of mixed-mode loading on the through-thickness
crack path in the transverse samples are clearly seen from scanning
electron microscopy images of the fracture surfaces (Fig. 7) and
X-ray computed tomographic images (Fig. 8). The fracture surface
of a transverse sample loaded in pure mode I, J … 0� (Fig. 7a), has
a torturous surface accounted for by crack de�ection on a scale of
the order of hundreds of micrometers, an effect which has been
shown in previous studies to act as the dominant toughening
mechanism [1]. Comparatively, in the sample loaded with a mode II
driving force, J … 90� (Fig. 7b), gross crack de�ection on a scale on
the order of millimeters occurred but did not toughen the bone due
to the fact that the directions of the maximum mechanical driving
force and the ��weakest�� microstructural paths are nominally
identical and both promote cracking in the same direction. Under
such circumstances, resistance to fracture is low.

Three-dimensional synchrotron X-ray computed tomographic
images of these bone samples further emphasize this difference in
crack paths for low and high phase-angle loading and demonstrate
the tortuous path of the de�ected cracks in the transverse



Fig. 7. SEM fractography images of human cortical bone after in situ testing in the transverse orientation for phase angles of (a) J … 0� , and (b) J … 90� . The mode I sample shows
a torturous crack path due to the disparity between the orientation of the driving force and the weak microstructural path; this toughens the material. The mode II sample shows
a macroscopic inclination of the crack, on the order of millimeters, which is promoted by the alignment of the driving force and the weak planes; this contributes little to the
toughness of the material. In (a) and (b), the scale bars are 1 mm.
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orientation where the preferred mechanical and microstructural
crack paths are not coplanar (Fig. 8a). Indeed, the three-dimen-
sionality of these images clearly indicates that cracks additionally
de�ect out-of-plane, i.e., they twist, which as shown in Ref. [1] is an
even more potent mechanism of toughening than in-plane
de�ection.

5. Discussion

In materials without microstructural anisotropy, cracks tend to
follow the path of maximum mechanical driving force, with
a consequent increase in toughness from the lower-bound mode I
value with increasing phase angle. Assuming a path of maximum
strain energy release rate (essentially a KII … 0 path), application of
a pure mode I stress intensity will result in crack growth that is
coplanar to the original crack plane, a pure mode II stress intensity
Fig. 8. Micro X-ray computed tomographic images of human cortical bone after in situ testin
and (b), the notch is colored white, the crack growth is in blue, and the Haversian canals are y
crack growth with a de�ection as the crack approaches the Haversian canal while the high
microstructural path along the cement lines. Images (c) and (d) are of the through-thickness
Both the high phase-angle sample and the mode I sample, exhibit crack bridging and twis
will result in de�ection at a 74� angle to this plane, and a mixed-
mode (I þ II) stress intensity will result in crack de�ection at an
angle between these limits of 0� and 74�. However, for nominally
transverse (breaking) fractures, behavior in human cortical bone is
completely different, with the toughness decreasing relative to the
amount of shear loading, making the mode II toughness the lower-
bound.

Such seemingly surprising behavior can be explained in terms of
the competition between the paths of maximum mechanical
driving force and microstructural ��weakness��. In human cortical
bone, the longitudinal direction invariably represents the preferred
microstructural path; microcracking occurs quite readily along the
osteon boundaries (cement lines), which are orientated along the
long axis of the bone. Considering �rst pure mode I conditions, if
the bone is loaded in the longitudinal (splitting) orientation, the
direction of the maximum driving force and microstructural
g in the transverse orientation for phase angles of (a, c) J … 0� , and (b, d) J … 72� . In (a)
ellow. (a) The three-dimensional image of the mode I sample shows nominally straight

phase-angle sample (b) shows one gross de�ection of the crack to follow the preferred
crack pro�les from the back-face of the sample, i.e., the crack is growing into the image.
ting; regions of high twist are indicated by the black arrows in (c) and (d).
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